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UF CAPACITORS FACTORY CO.,LTD
FACTORY BUILDING NO.22, CHANGPING JEWELRY INDUSTRIAL PARK, CHANGPING,
DONGGUAN,GUANGDONG,CHINA

Sample Descriptions . SUPERCAPACITOR
Client reference information . 5.5V 0.1F~55.0F

As above test item and its relevant information regarding to the submission are provided and confirmed by the
applicant. SGS is not liable to either the test item or its relevant information, in terms of the accuracy, suitability,
reliability or/and integrity accordingly.

SGS Ref No. : NBHL25040073220T
Sample Receiving Date : Apr 01, 2025
Test Performing Date : Apr 01, 2025 to Apr 09, 2025
Test Performed . Selected test(s) as requested by applicant
Test Result(s) . For further details, please refer to the following page(s)
Test Requirement Conclusion

EU RoHS Directive (EU) 2015/863 amending Annex Il to Directive 2011/65/EU -
1 Lead, Mercury, Cadmium, Hexavalent chromium, Polybrominated biphenyls (PBB),

Polybrominated diphenyl ethers (PBDE), Bis(2-ethylhexyl) phthalate (DEHP), Butyl Pass
benzyl phthalate (BBP), Dibutyl phthalate (DBP) and Diisobutyl phthalate (DIBP)
5 EU RoHS Directive (EU) 2015/863 amending Annex Il to Directive 2011/65/EU- Pass

Lead, Mercury, Cadmium and Hexavalent chromium

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch

jom szj

Joan Huang GZHL2804012117010T
Authorized Signatory eheck sgs0nine som.an
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*** SGS Ref No.: ENG-CAN25-0070356 ***

Test Result(s):

Test Part Description:

SN ID Sample No. SGS Sample ID Description

SN1 A1 CAN25-0070356-0001.C001 Silvery metal(“1”)

SN2 A2 CAN25-0070356-0001.C002 Silvery metal(“2”)

SN3 A3 CAN25-0070356-0001.C003 Black soft solid(“3”)

SN4 A4 CAN25-0070356-0001.C004 White soft solid(“4”)

SN5 A5 CAN25-0070356-0001.C005 Black soft solid with silvery printing(“5”)
Remarks:

(1) 1 mg/kg =1 ppm = 0.0001%

)
(2) MDL = Method Detection Limit
(3) ND = Not Detected (< MDL)
(4) “-“= Not Regulated

EU RoHS Directive (EU) 2015/863 amending Annex Il to Directive 2011/65/EU - Lead, Mercury, Cadmium,
Hexavalent chromium, Polybrominated biphenyls (PBB), Polybrominated diphenyl ethers (PBDE), Bis(2-
ethylhexyl) phthalate (DEHP), Butyl benzyl phthalate (BBP), Dibutyl phthalate (DBP) and Diisobutyl phthalate
(DIBP)

Test Method:  With reference to IEC 62321-4:2013+AMD1:2017, IEC 62321-5:2013, IEC 62321-7-2:2017,
IEC 62321-6:2015 and IEC 62321-8:2017, analysis was performed by ICP-OES/AAS, UV-

Vis and GC-MS.

Test Iltem(s) Limit Unit(s) MDL A3 A4 A5
Lead (Pb) 1000 mg/kg 2 ND ND ND
Mercury (Hg) 1000 mg/kg 2 ND ND ND
Cadmium (Cd) 100 mg/kg 2 ND ND ND
Hexavalent Chromium (Cr(VI)) 1000 mg/kg 8 ND ND ND
Polybromobiphenyl (PBB) 1000 mg/kg - ND ND ND
Monobrominated biphenyl

(MonoBB) - mg/kg 5 ND ND ND
Dibrominated biphenyl (DiBB) - mg/kg 5 ND ND ND
Tribrominated biphenyl! (TriBB) - mg/kg 5 ND ND ND
Tetrabrominated biphenyl

(TetraBB) - mg/kg 5 ND ND ND
Pentabrominated biphenyl

(PentaBB) - mg/kg 5 ND ND ND
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Test Item(s) Limit Unit(s) MDL A3 A4 A5
I(ﬂHe‘;(f;é%Tmated biphenyl i markg 5 ND ND D
I(ﬂHe(ap);?;Br%r;\inated biphenyl i ma/kg 5 ND ND .
(O()Cé?;é%r;inated biphenyl ] malkg 5 ND \D D
[\l,\j);::é%Tinated biphenyl ] malkg 5 ND \D D
(Dsg::é%r)ninated biphenyl ] markg s ND \D D
Polybromodiphenyl ether(PBDE) 1000 mg/kg - ND ND ND
z\/'\l/?g::éoDnéi;ated diphenyl ether i markg s ND \D \D
(D[;ti)é%rgi;ated diphenyl ether i malkg 5 ND ND D
;I'_Il_”irti)é%rréi)nated diphenyl ether i malkg 5 ND ND .
;I'_I_e;:?:Br%rEi)nated diphenyl ether i malkg s ND ND D
f;;r:?:é%néi)nated diphenyl ether i malkg 5 ND ND D
?He;;:é%néi;ated diphenyl ether i malkg 5 ND ND b
?He‘;);?;é%néi)nated diphenyl ether i malkg 5 ND ND D
(Cé)cé?:é%néi)nated diphenyl ether i markg 5 ND ND b
z\l,\?;::é%néi)nated diphenyl ether i ma/kg 5 ND D b
(Dggs:é%néi;ated diphenyl ether i ma/kg 5 ND ND D
I(BDiSE(a-Fe);hylhexyl) phthalate 1000 malkg 50 ND \D D
Butyl benzyl phthalate (BBP) 1000 | mglkg 50 ND ND ND
Dibutyl phthalate (DBP) 1000 | mglkg 50 ND ND ND
Diisobutyl phthalate (DIBP) 1000 | mglkg 50 ND ND ND

Notes:

(1) The maximum permissible limit is quoted from RoHS Directive (EU) 2015/863.

(2) IEC 62321 series is equivalent to EN 62321 series.
(3) The restriction of DEHP, BBP, DBP and DIBP shall apply to medical devices, including in vitro medical
devices, and monitoring and control instruments, including industrial monitoring and control instruments,

from 22 July 2021.
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EU RoHS Directive (EU) 2015/863 amending Annex Il to Directive 2011/65/EU- Lead, Mercury, Cadmium and
Hexavalent chromium

Test Method:  With reference to IEC 62321-4:2013+AMD1:2017, IEC 62321-5:2013 and IEC 62321-7-
1:2015, analysis was performed by ICP-OES/AAS and UV-Vis.

Test Item(s) Limit Unit(s) MDL A1 A2

Lead (Pb) 1000 mg/kg 2 ND ND

Mercury (Hg) 1000 mg/kg 2 ND ND

Cadmium (Cd) 100 mg/kg 2 ND ND

Hexavalent Chromium (Cr(VI))Y - pg/cm? 0.10 ND ND
Notes:

(1) The maximum permissible limit is quoted from RoHS Directive (EU) 2015/863.
(2) IEC 62321 series is equivalent to EN 62321 series.
(3) Y= a. The sample is positive for Cr(VI) if the Cr(VI)concentration is greater than 0.13 ug/cm?. The sample
coating is considered to contain Cr(VI).
b. The sample is negative for Cr(VI) if Cr(VI) is ND (concentration less than 0.10 ug/cm?). The coating is
considered a non-Cr(VI) based coating.
c. The result between 0.10 ug/cm? and 0.13 pg/cm? is considered to be inconclusive-unavoidable
coating variations may influence the determination.

Information on storage conditions and production date of the tested sample is unavailable and thus Cr(VI) results
represent status of the sample at the time of testing.

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple
Acceptance Rule (w=0) stated in ILAC-G8:09/2019.
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ATTACHMENTS

Elements Testing Flow Chart

These samples were dissolved totally by pre-conditioning method according to below flow chart.

Sample Preparation

A 4
Sample Measurement

y

Acid digestion with
microwave/ hotplate

v

Filtration

v v

Solution Residue

v

1) Alkali Fusion / Dry

Ashing
2) Acid to dissolve
A4
ICP-OES/AAS
DATA
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Hexavalent Chromium (Cr(VI)) Testing Flow Chart

Sample Preparation

v

Sample Measurement

v
v v

Nonmetallic Metallic
material material
ABSIPC/PVC | Others v
Boiling water
+ + extraction
Dissolving by Digesting at 3
ultrasonication 150~160°C
¥ ¥ Adding 1,5-
diphenylcarba
Digesting at Separating to zide for color
60°C by get aqueous development
ultrasonication phase 3
| |
v UV-Vis
pH adjustment v
v DATA
Adding 1,5-

diphenylcarbazide for
color development

v
UV-Vis
v
DATA
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ATTACHMENTS

PBB/PBDE Testing Flow Chart

Sample cutting/preparation

v
Sample measurement

4
Solvent extraction

\4

Concentration/ Dilution of
extraction solution

DATA
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ATTACHMENTS

Phthalates Testing Flow Chart

Sample cutting/preparation

v
Sample measurement

\ 4
Solvent extraction

'

Concentration/Dilution

A4
Filtration

GC-MS

DATA
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Remark:This test report is issued based on the modification of the original No. GZHL2504012114010T test report

issued on Apr 09, 2025. And the original report is still valid. According to the customer's requirements,
following changes are included:

a. Change the name of the customer.

b. Change the address of the customer.

Sample Photo:
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***End of Report*™*
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